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Globally rising environmental concerns have increased the demand

for recyclable polymers and efficient recycling practices. The lack of

melt-processability of thermosets significantly limits their recycling

because the simplest and most economical way to recycle polymers

with a minimum carbon footprint is repairing or re-melting them into

new items. To this end, an approach to spatiotemporally converting

a thermoset into a processable vitrimer is presented. This was ach-

ieved by incorporating a latent, heat-stable photo-active catalyst into

an otherwise thermoset, activating network exchange reactions only

after light exposure and subsequent heating. The thermoset film could

be repaired and/or heat-processed by simply exposing the sample to

light followed by annealing at elevated temperature and pressure,

whereas the repairing/heat-processing failed in the absence of the

light exposure step. This approach enables the polymer to initially

behave as a thermoset at all temperatures until it requires repair or

heat-processing.
Polymers, including thermoplastics and thermosets, are
currently one of themost widely usedmaterials because they are
inexpensive, lightweight, durable, and easily moldable for
a broad range of applications. Thermoplastics can easily be
melt-processed, repaired, and molded into different shapes,
and therefore are recyclable. The drawbacks of thermoplastics
such as low mechanical strength, poor structural integrity at
elevated temperatures, and poor resistance to various organic
solvents can be addressed by conventional crosslinking,
yielding thermosets. However, as a consequence of cross-
linking, thermosets lose their ability to ow along with melt-
processability, weldability, and therefore reusability. Driven by
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sharply growing environmental concerns, the demand for
plastic recycling is becoming ever greater.1 Though thermosets
can be chemically and thermally recycled, the lack of melt-
processability signicantly limits their recycling because the
simplest and most economical way to recycle polymers with the
lowest carbon footprint is re-melting and reforming into new
products.2

Vitrimers, a new class of polymers, have recently gained
much attention not only because they behave similarly to
thermosets but also owing to their thermoplastic-like proper-
ties.3 These unique characteristics of vitrimers could be realized
by replacing the permanent covalent networks by dynamic
bonds for crosslinking. There are many possibilities for forming
dynamic networks between the polymer chains.4 Chains net-
worked through non-covalent intermolecular interactions,5–7

reversible covalent bonds,8,9 and/or exchangeable covalent
bonds10–12 enable melt-processing, recycling, and self-healing of
the corresponding networked polymer. Only polymers that are
crosslinked through exchangeable covalent bonds are called
vitrimers. Vitrimers are more advantageous than the others
because they can relax stress and even ow by triggering asso-
ciative network exchange reactions while maintaining the
network density. Consequently, vitrimers do not exhibit
a sudden drop in viscosity upon heating, do maintain structural
integrity at elevated temperatures, and remain insoluble in
many organic solvents at all temperatures, while still being
melt-processable and thus reusable.13–16

Vitrimers can relax stress and ow through thermally acti-
vated network exchange reactions at temperatures above the
topology freezing temperature (Tv).3,10–12 At temperatures below
Tv, exchange kinetics in vitrimers become considerably slow,
leading to a classical networked thermoset-like properties.
Therefore, the location of Tv relative to glass transition and
degradation temperatures and the network exchange kinetics
above Tv are key factors governing the macroscopic melt-state
properties, and thus by extension the recyclability of vitri-
mers. Typically, vitrimers with higher Tv behave like thermosets
in a relatively wider temperature range, but with a narrower
J. Mater. Chem. A, 2022, 10, 6475–6480 | 6475
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Fig. 1 A schematic describing a concept of the current work. (a)
Highly networked polymer possessing a photo-acid generator (PAG)
behaves as a thermoset with a ‘fixed’ topology. (b) Thermoset exhibits
a ‘fixed’ topology at all temperatures. (c) Upon light exposure of the
sample, acid is released from the PAG. (d) The released acid catalyzes
thermally activated transesterification between hydroxyl and ester
groups present in the polymer, yielding a crosslinked polymer pos-
sessing an ‘exchangeable’ topology.

Fig. 2 (a) Synthesis of themodel crosslinked polymer via thiol-Michael
addition between pentaerythritol tetrakis(3-mercaptopropionate) and
pentaerythritol triacrylate using benzoyl peroxide (BPO) as a radical
initiator. (b) Schematic describing the photochemical reaction of the
triphenylsulfonium triflate (TPS) photo-acid generator (PAG). (c) A
schematic describing thermally activated transesterification between
hydroxyl and ester groups with the aid of triflic acid.
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temperature range for melt-processing without thermal degra-
dation. A narrow temperature range for melt-processing is
especially disadvantageous because the melt viscosity of vitri-
mers above Tv follows the Arrhenius law, exhibiting a less
reduction upon heating compared to that of thermoplastics
above the glass transition temperature (Tg), which follows the
Williams–Landel–Ferry (WLF) equation.11 In contrast, vitrimers
with lower Tv possess a wider temperature range for processing
but a narrower range for being strong thermosets. Moreover,
the slower network exchange kinetics of vitrimers result in
poorer melt-processability and vice versa.

Judicious selection of catalysts for bond exchange,12,17

adjusting catalyst loadings,12 or ller incorporation18 can
somewhat inuence the bond exchange kinetics and Tv of vit-
rimers. However, these efforts must be made during the prep-
aration step; thus, it is challenging to adjust the
thermomechanical properties once the vitrimer is already
prepared. From a practical perspective, on-demand manipula-
tion of bond exchange kinetics and the location of Tv of a single
vitrimer is highly desirable to meet a wider range of working
and processing conditions. In some studies, the photothermal
effect of nanosized llers,19 near-IR light-induced local heat-
ing,20,21 and light-activated bond exchange chemistries22–24 were
explored to spatially adjust the network exchange kinetics in
vitrimers. However, the bond exchange chemistries in the
aforementioned studies could also be thermally activated,
implying that a limited temperature range exists for vitrimers to
behave as thermosets. Therefore, a particularly useful material
can be realized if it behaves as a thermoset until it needs to be
recycled.

To this end, a photochemical approach to spatiotemporally
converting a thermoset into a vitrimer is presented. This was
achieved by incorporating a latent, heat-stable photo-active
catalyst into an otherwise thermosetting polymer, converting
it into a vitrimer only aer light exposure. A schematic
describing a concept of the current work can be seen in Fig. 1. A
damaged thermosetting polymer could be repaired and even
heat-processed by simply exposing the sample to light followed
by annealing at elevated temperature and pressure, whereas the
self-healing and reprocessing failed in the absence of the light
exposure step. Notably, the approach represents a spatiotem-
poral conversion from a thermoset to a vitrimer in a completely
heat-independent manner, enabling the polymer to initially
behave as a thermoset at all temperatures until it requires repair
and reprocessing.

A model polymer used herein was prepared via thiol-Michael
addition between pentaerythritol tetrakis(3-
mercaptopropionate) and pentaerythritol triacrylate using
benzoyl peroxide as a radical initiator (Fig. 2(a)). Thiol-Michael
addition is benecial due to its fast kinetics with high yield and
insensitivity toward oxygen and water.25 The molar ratio
between thiol and acrylate was kept at 1 : 1. In a reactor, both
monomers along with the radical initiator and triphenylsulfo-
nium triate (TPS) photo-acid generator (PAG) dissolved in
acetone were vigorously mixed using an applicator at room
temperature. The mixture was then vacuum dried at room
temperature for 12 h, followed by heating at 60 �C for 3 h to yield
6476 | J. Mater. Chem. A, 2022, 10, 6475–6480 This journal is © The Royal Society of Chemistry 2022
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a prepolymer. The prepolymer contained unreacted thiol and
acrylate groups, as evidenced by attenuated total reection
Fourier-transform infrared spectroscopy (ATR-FTIR)
(Fig. S1(a)†). The prepolymer was then fully cured and simul-
taneously heat-pressed into a 0.3 mm thick lm at 180 �C and
15 MPa for 3 h. Curing completion upon the heat-pressing was
conrmed by the disappearance of the characteristic peaks of
acrylates at wavenumbers 1648–1638 cm�1 in the ATR-FTIR
spectrum (Fig. S1(b)†). A trace peak for thiol at the wave-
number 2550 cm�1 was still present aer heat-pressing. This
fact indicates the formation of a side product such as a radical–
radical termination between acrylates.26 Further pressurizing
the cut pieces of the lm at 180 �C under 10 MPa for 3 h
pulverized the sample, suggesting that the resulting crosslinked
polymer lm behaved as a thermoset with the lack of melt-
processability (bottom row in Fig. 3(a)).
Fig. 3 (a) Melt-processability of the model polymer before (bottom)
and after light exposure (top). Reprocessing was performed at 180 �C
under 10MPa for 1 h. 0.3 mm thick samples were cut with a razor blade
prior to heat-pressing. (b) Optical micrographs showing self-healing
for the polymer before (bottom) and after light exposure (top). Samples
were heated at 180 �C. Scale bars indicate 30 mm. (c) Differential
scanning calorimetry (DSC) thermograms for the light-exposed
(dashed red line) and unexposed samples (blue solid line) upon second
heating at a rate of 10 �Cmin�1. Mid-Tg was determined to be 10 �C for
both samples. (d) Stress–strain curves obtained for the samples at
room temperature: unexposed (solid blue), light-exposed (red
dashed), and reprocessed sample after light exposure (1st and 2nd
generations for green and black dashed lines, respectively). (e)
Dynamic mechanical analysis results for the sample before (blue) and
after light exposure (red). Solid lines, dotted lines, and dashed lines
represent E0, E00, and tan(d), respectively.

This journal is © The Royal Society of Chemistry 2022
To activate the transesterication between the ester and
hydroxyl groups present in the polymer, as shown in Fig. 2(c),
light exposure was performed on the sample. Upon exposure to
light, triic acid was released from the incorporated TPS PAG
(Fig. 2(b)). TPS PAG was chosen due to its thermal stability and
commercial availability. Also, its photochemical product, triic
acid, is known to catalyze transesterication.27 The thermal
stability of TPS upon extensive annealing at 180 �C (the post-
curing temperature for the model polymer used here) for over
4 h was conrmed by testing the pH of the TPS solution in
acetonitrile using a pH indicator (Fig. S2†). Thus, a thermoset
lm possessing TPS could be prepared without prematurely
releasing the acid.

As shown in the top row in Fig. 3(a), the light-exposed sample
could be reprocessed via heat-pressing at 180 �C and 10 MPa for
1 h. Compared with the result shown in the bottom row in
Fig. 3(a), a sharp contrast in the reprocessing was observed.
This indicates that the photochemically produced acid catalyst
successfully activated network exchange reactions via trans-
esterication in the light-exposed polymer. To determine the
light irradiation dosage, UV-vis absorption spectra of the solu-
tion with TPS and a pH indicating dye, methyl red, in an equi-
molar ratio in acetonitrile aer various light exposure dosages
were obtained (Fig. S3†). Upon increasing the irradiation
dosage, the UV-vis absorbance signal near 370 nm diminished,
whereas signals near 500 nm intensied. This is because
protonation causes the methyl red to adopt a hydrazone struc-
ture. An exposure time longer than 2 min did not alter the
absorbance further, indicating that the photochemical reaction
of TPS was complete within 2 min of light exposure. Therefore,
2 min of light exposure was performed for all samples unless
otherwise specied. Further UV-vis spectroscopy investigation
shown in Fig. S4† revealed that a 0.3 mm thick sample with TPS
exhibited 21.8% transmittance at 300 nm, which is the highest
wavelength light for activating the TPS.28 This fact indicates that
the TPS was successfully photo-activated through the 0.3 mm
thick sample. The Beer–Lambert law also predicted that the lm
with TPS at a thickness of 1.4 mm would exhibit 0.1% trans-
mittance at 300 nm wavelength. Considering that the light
exposure can be performed on the top and bottom surfaces of
the lm, we believe that the TPS can be activated through the
lm with a thickness up to 2.8 mm. Furthermore, it is known
that small molecule diffusion in the polymer matrix takes place
especially above the glass transition temperature.29 This implies
that thermal annealing aer light exposure may result in the
diffusion of the light-activated TPS beyond the light penetration
depth.

A scratched sample possessing PAG self-healed when the
damaged parts were exposed to light followed by annealing at
elevated temperature and pressure, whereas the self-healing
failed in the absence of the light exposure step (Fig. 3(b)),
consistent with the reprocessing results shown in Fig. 3(a). No
discernible changes in Tg, thermomechanical properties, and
thermal stability were observed upon light exposure as
conrmed by differential scanning calorimetry (DSC), tensile
testing, dynamic mechanical analysis (DMA), and thermogra-
vimetric analysis (TGA) as shown in Fig. 3(c)–(e) and S5,†
J. Mater. Chem. A, 2022, 10, 6475–6480 | 6477
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respectively. As can be seen from Fig. 3(c) and (e), Tg values
measured by DMA were higher than those characterized by DSC.
Typically, the higher Tg observed in DMA is caused by a larger
sample size, which causes slower heat transfer to the sample,
and by the difference in measurement conditions between DSC
(static conditions) and DMA (dynamic oscillation conditions).
The mid-Tg measured by DSC and onset thermal degradation
temperatures with 5% weight loss for the model polymer were
10 �C and 240 �C for both before and aer light exposure,
respectively. No other thermal transitions but Tg were observed
for both unexposed and light-exposed samples as evidenced by
DSC runs up to 180 �C (Fig. S6†). Notably, the light-exposed
sample could be reprocessed multiple times with comparable
mechanical properties (Fig. 3(d) and S7†). For both light
exposed and unexposed samples, so elastomers like mechan-
ical properties were observed since they possessed Tg measured
by DSC below room temperature.

In order to investigate the vitrimer characteristics, the linear
viscoelastic properties, G0 and G00, of the model polymer were
Fig. 4 Pseudo-master curves of G0 (filled symbols) and G00 (unfilled
symbols) at Tref ¼ 70 �C for the polymers containing TPS (a) before and
(b) after light exposure. Horizontal shift factor aT as a function of
temperature with Tref ¼ 70 �C for the model polymers possessing TPS
(c) before and (d) after light exposure. The solid lines indicate the WLF
fit, while the dashed line indicates the Arrhenius fit. The Tv for the
vitrimer was determined to be 80 �C based on the crossover between
WLF and Arrhenius fits in (d). Insets in (c) and (d) are the plots of ln aT
against 1000/T for the model polymer before and after light exposure,
respectively.

6478 | J. Mater. Chem. A, 2022, 10, 6475–6480
measured. In Fig. 4(a) and (b), pseudo-master curves of unex-
posed and light-exposed samples were constructed at a refer-
ence temperature (Tref) of 70 �C, respectively, where the plateau
in G0 started to appear. The time–temperature superposition
shi factor (aT) of the unexposed polymer followed the WLF
relationship over the entire range of measurement temperature
(Fig. 4(c)). Several studies have revealed that aT can be well
predicted by using the WLF equation for amorphous thermo-
setting polymers,30,31 indicating that the polymer used here
behaved as a thermoset before light exposure. In contrast, as
shown in Fig. 4(d), the light-exposed polymer exhibited two
distinct temperature dependences in aT. At low temperatures,
aT followed the WLF behavior. However, the temperature
dependence changed to the Arrhenius relationship from 80 �C.
The distinct temperature dependence in aT can be interpreted
as a shi from the Rouse segmental motion dominated regime
to the network exchange kinetics governed regime at 80 �C upon
heating.32–34 Therefore, the aT of the light-exposed polymer was
tted with the WLF equation for T # 80 �C and the Arrhenius
equation for T $ 120 �C. The corresponding equations and
tting parameters are listed in Table S1.†

Rheological measurements indicated that the light-exposed
sample behaved as a vitrimer with a Tv of � 80 �C. The activa-
tion energy for the transesterication in the light-exposed
polymer was calculated to be 142.7 kJ mol�1 based on the
Arrhenius t (inset in Fig. 4(d)), whereas such tting was not
valid for the unexposed polymer (inset in Fig. 4(c)). The Tv for
the light-exposed polymer was dened as a crossover between
the WLF and Arrhenius relationships in Fig. 4(d). A recent
simulation study also showed that Tv was located very close to
the transition temperature determined from aT.35 In other
literature, Tv was dened as the temperature at which the melt
viscosity is equal to 1012 Pa s.11 Owing to the experimental
difficulty in measuring such a high viscosity, Tv was estimated
by extrapolating the Arrhenius t toward lower temperatures for
the light-exposed polymer. However, this extrapolation method
is not valid in the Rouse segmental motion regime below
80 �C.36,37 Furthermore, it is difficult to expect enough chain
diffusivity to activate network exchange kinetics in vitrimers at
a viscosity of 1012 Pa s. Based on this analysis, therefore, we
argue that the only possible way for a vitrimer to exhibit a melt
viscosity of 1012 Pa s at Tv is when Tv is in the vicinity of Tg. For
this reason, as a practical criterion, the transition temperature
shown in Fig. 4(d) was used as Tv for the light-exposed polymer.
As can be seen from Fig. S8,† the unexposed sample could not
relax stress at 130 �C (>Tv). A slight stress reduction was
attributed to the chain conformational changes and/or internal
stress release, which are common for thermosets. On the other
hand, the light exposed polymer was capable of relaxing stress
due to the activated transesterication.

To highlight the versatility of our approach, a spatiotempo-
rally controlled reshaping experiment was conducted and
a schematic representation is shown in Fig. 5(a). Each step of
the process was monitored and recorded, as depicted in
Fig. 5(b). First, a rectangular specimen was prepared and only
half of the sample was exposed to light at room temperature for
2 min. Then, the specimen was twisted twice to form a helical
This journal is © The Royal Society of Chemistry 2022
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Fig. 5 (a) Schematic representation of the spatiotemporally controlled
reshaping. (b) Photographs showing the reshaping experimental
process.
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shape, and then heated at 130 �C (>Tv or 80 �C) for 20 min, while
the helical shape was xed with clips at both ends, followed by
cooling to a temperature below Tg. Then, the clip at the end of
the unexposed part was removed. Upon annealing at 30 �C,
which is above Tg for the unexposed part and in between Tv and
Tg for the light exposed part, the unexposed (or thermoset) part
spontaneously reverted to its original rectangular shape,
whereas the light-exposed (or vitrimer) part maintained its
twisted helical shape owing to the network rearrangement via
transesterication. The light-exposed part could further regain
its original rectangular shape by untwisting and subsequent
thermal annealing at temperatures above Tv. An additional
controlled reshaping (bending) test along with shape recovery
comparison between the unexposed and light exposed samples
can be seen from Fig. S9 and S10,† respectively.
Conclusions

In summary, to induce melt-processability and thus extend the
reusability of a thermoset, a photochemical approach for con-
verting a thermoset to a vitrimer is described. By incorporating
a latent and heat-stable catalyst into a thermoset, photo-
conversion of a thermoset into a vitrimer was successfully
achieved in a completely heat-independent manner. The self-
healing and reprocessing of the thermoset were realized by
simply exposing the specimen to light, followed by annealing at
elevated temperature and pressure, whereas those failed in the
absence of the light exposure step. To further demonstrate the
unique versatility toward designable on-demand shape memory
polymers, a spatiotemporally controlled reshaping experiment
was performed. The presented approach enabled the polymer to
initially behave as a thermoset at all temperatures until it
requires repair and reprocessing. As transesterication is
sensitive to triic acid generated by TPS, the method could be
considered as a versatile tool and can be adopted for many other
thermosets and vitrimers bearing ester and hydroxyl groups.
This journal is © The Royal Society of Chemistry 2022
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